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Problem/Challenge



Project Purpose and Approach

Purpose: to develop new nanoporous templating materials for  
heteroepitaxial growth of single crystal GaN on patterned substrates to 
reduce defect density, yielding higher quality material.
Our approach is to combine self-assembly and top-down 
photolithography to devise hierarchical carbon growth templates with  
pattern features in the nanometer, sub-micron and micrometer range to 
allow multiple length scales of defect filtering and termination of 
dislocations. (continued late LDRD - #99405 (Jan 06-Sep 06))



SEM images of 2, 3D macroporous templates 
fabricated via Interferometric Lithography

2-D Interferometric 
Lithography Schematic

Interferometric Lithography Capabilities
• Deep Sub-µm Patterns
• High Aspect Ratio Structures
• Complex 2-, 3-D geometries
• Large Area Patterning

Photolithographically Defined 2-D and 3-D Templates



SEM images of Carbonized Macroporous Templates

Before
Pyrolysis

After
Pyrolysis

SEM images of 2, 3D macroporous templates fabricated via Interferometric Lithography

800 °C 
forming gas



Soft Self-Assembly of Nanoporous Carbon Templates



Templated Growth of Metals and GaN 

Growth of metal nanorod arrays through
galvanic plating.

Successful growth of gold nanorod arrays 
indicated the accessibility of the 
substrate.

Preliminary GaN Growth in 
Carbon Templates

~ 20 nm GaN
Nucleation Layer

C

Growth on substrate

Growth on template

Future Work: 
• Pyrolyze above growth 
temperature (~1200 °C) to 
improve template survivability.
• Pursue carbide or 
fluorocarbon formation to 
improve selectivity
• Investigate growth in complex 
2D and 3D geometries which 
are beyond the capability of 
current patterned heteroepitaxy 
approaches.

Carbon template pyrolyzed at 
800 °C survives nucleation 
temperature (~700 °C), but 

does not survive growth 
temperatures (~1050 °C).

•Wavelength Scale Photonic Structures
• Cellular probes (Au with a lipid-capped thiol)
• Tungsten Emitter Tips (THz generation)
• new surface plasmon devices



Conclusion

• Successful synthesis of hierarchical and porous high 
temperature stable carbon templates.
– Photolithography-defined Macroporous carbon templates.
– Self-assembly-defined mesoporous carbon templates.

• Successful demonstration of growth of ordered metal nanorod 
arrays.

• Templates survived the harsh condition at the GaN nucleation 
temperature (~750 ˚C)

• Preliminary growth of GaN.



Significance

• Tightly aligned with Sandia/DOE missions : Solid state lighting initiative; Next 
generation RF electronics; Impacts all forms of heteroepitaxy and could lead to 
Compound Semiconductor on Si.

• Use of lithographically and self-assembled templates offers freedom from 
conventional top-down etched-template approaches, and hence new opportunities.

• Porous carbon work – water purification, nuclear waste sorption and separation, 
sensors, catalysis matrices, energy conversion and storage.
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